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ABSTRACT

The role of dislocations on ion irradiation-induced void formation is studied in a high-entropy alloy
(HEA) NiCoFeCrPd. Despite previous observations that show high-entropy alloys are swelling resis-
tant due to a high defect recombination rate, the swelling is enhanced with increasing density of
pre-existing dislocations at low strain levels that shortened transient duration before the onset of
void swelling. Under certain irradiation conditions, a high density of dislocations may carry the mate-
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rial closer to the sink-dominated regime. Compared to another HEA NiCoFeCrMn, NiCoFeCrPd has a
smaller loop size and higher loop density due to the stronger lattice distortion.

IMPACT STATEMENT

Swelling behavior in a newly designed high-entropy alloy NiCoFeCrPd has been studied for the first
time. Void swelling is enhanced with increasing density of pre-existing dislocations in NiCoFeCrPd.

1. Introduction

Conventional alloys based on one or two principal ele-
ments and a small amount of alloying additions, such as
steels, have been well designed and studied over the past
centuries. In sharp contrast to conventional alloys, high-
entropy alloys (HEAs), comprising of multiple principal
elements all at high concentration or near equiatomic
composition, have recently drawn great attention due to
the potential for unique combinations of various prop-
erties derived from the huge unexplored compositional
space of multicomponent alloys [1-6]. HEAs are defined
by Yeh et al. [2] and named by Cantor et al. [1]. The name
suggests that the entropy of mixing reaches its maxi-
mum for a stable solid solution phase. Excellent strength-
ductility trade-oftf has been overcome in some HEAs

at elevated, ambient and even cryogenic temperatures
[3-5,7], which makes them candidate materials for many
potential applications, e.g. advanced nuclear fission and
fusion systems [3,7-9].

Equiatomic high-entropy alloy, NiCoFeCrMn, has
been extensively investigated over a decade [1,3-5].
Five transition elements form a stable single-phase face-
centered cubic (fcc) structure. This alloy displays excel-
lent strength, ductility and toughness properties [3,4,10].
Furthermore, NiCoFeCrMn exhibits promising irradia-
tion resistance as demonstrated by experimental studies
[9,11-13]. A recent study reported a significant sup-
pression of void swelling by two orders of magnitude
in NiCoFeCrMn compared with that in pure nickel
[12]. High-level distortion of electronic structure in
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NiCoFeCrMn could change the process of energy dis-
sipation and facilitate the recovery of radiation damage
in the very early stages of irradiation [14,15]. Recently,
a newly developed HEA, NiCoFeCrPd, shows com-
parable mechanical behaviors with NiCoFeCrMn, and
even higher local distortion than NiCoFeCrMn, although
knowledge of its irradiation response is very limited.
In previous studies of concentrated solid solution alloys
(CSAs), the effects of pre-existing defects (e.g. disloca-
tions, precipitates, boundaries) on irradiation behavior
have not been considered since the HEAs and other CSAs
are mostly single-phase and well annealed with a very low
density of dislocations and coarse grains for fundamen-
tal study. However, dislocation structures will eventually
be introduced into the materials during the processing
(cold rolling, shape forming, etc.) in practical applica-
tions. Therefore, a fundamental understanding on how
the pre-existing dislocation structures affect the defect
formation and accumulation is highly desired.

2. Materials and methods

The equiatomic NiCoFeCrPd alloy used in this study was
prepared using the arc-melting method at Oak Ridge
National Laboratory. The alloy has been confirmed to
be a single-phase solid solution with an fcc structure
[16]. The sample was chemical-mechanically polished
to achieve a mirror-like surface with roughness below
3 nm. To study the role of dislocations on irradiation
response, nanoindentation was intentionally conducted
to deform the sample surface prior to ion irradiation,
using a spherical sapphire indenter with a diameter of 200
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pum. The nanoindentation was performed on a Nanoin-
denter XP at a constant P/P = 0.05 s~!. The indentation
depth of 2 um was set for the sample, which resulted in
residual depths of ~ 1.7 um after the recovery of elastic
displacement. The schematic of the spherical indenta-
tion test is shown in Figure 1(a). If we define a as the
radius of the contact boundary, the depth of the ideal-
ized primary zone of indentation is about 2.4a based on
the Hertz’s theory [17,18]. In our case, a is 15 um, and
thus the depth of idealized primary zone is about 36 pm.
The indented sample was then irradiated by 3 MeV Ni**+
to a fluence of 5 x 10'%/cm? at 853 K in the Ion Beam
Materials Laboratory at University of Tennessee [19]. In
this set up, the deformed and un-deformed regions of the
sample were irradiated simultaneously. A rastered beam
was employed to ensure homogeneous irradiation. The
schematic of irradiation on the indented region is shown
in Figure 1(b). The depth of the radiation damage zone
is about 1.5 pm calculated by Stopping Range of Ions in
Matter (SRIM) 2013 code, which is equivalent to about
0.1a. Based on the previous theoretical calculations, the
strain introduced by spherical nanoindentation is rela-
tively uniform from the sample surface to a depth of 0.1a
[18]. The peak damage level is ~ 50 dpa (displacement
per atom) as calculated using SRIM in Kinchin-Pease
mode with a displacement threshold energy of 40 eV.
Thin foils for transmission electron microscopy
(TEM) studies were prepared using focused ion beam
(FIB) equipped on an FEI Helios Nanolab dualbeam
scanning electron microscopy (SEM). Transmission
Kikuchi Diffraction (TKD) was also conducted on the
Helios using an accelerating voltage of 20 keV with the

‘Radiation
damage zone
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=

Figure 1. (a) Schematic of the indentation zone in spherical indentation; (b) schematic of the radiation damage zone in the indented
sample; (c) SEM image of the spherical indentation; (d) cross-sectional STEM-BF image of indented sample.
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TEM foil positioned at —20° relative to the incident elec-
tron beam. The step size for TKD scan was 15 nm.
On-zone scanning TEM (STEM) with bright-field (BF)
mode was employed for characterizing microstructures
using a Cs-corrected JEOL 2100F. All irradiation- and
deformation-induced features, including voids, disloca-
tion loops and dislocation lines, can be imaged in a single
micrograph because the multi-beam diffraction condi-
tion obtained by on-zone STEM-BF can maximize the
visibility of most of the defect contents [5,6]. Further-
more, STEM-BF can image defect structures over a larger
field than conventional TEM, while smearing out bend
contour effects [20].

3. Results

Figure 1(c) shows the SEM image of the spherical inden-
tation after 3 MeV Ni?" irradiation. As shown in the
image, the radius of the contact boundary is about 15
pm. A FIB foil was prepared right underneath the inden-
tation for TEM characterization. The foil position is
marked with a blue rectangle in Figure 1(c). Figure 1(d)
shows the panoramic cross-sectional STEM-BF image
of the foil prepared in Figure 1(c), where the material
is highly stressed and strained. The related regions are
linked by lines and arrows in Figure 1(c,d). The image
was taken near the [110] zone axis. A dark band, man-
ifesting the radiation damage zone, was observed from
the sample surface to an extended depth. The darker con-
trast arose due to the high-density irradiation-induced
dislocation loops. Imaging down the [110] zone axis
in fcc alloy by STEM-BF can simultaneously capture
faulted <111 > loops and perfect <110 > loops [20].
Voids, shown in white features, distributed relative uni-
formly in the radiation damage zone. While voids are the
result of three-dimensional agglomeration of irradiation-
induced vacancies, dislocation loops are often agglomer-
ated by interstitials in fcc alloys [8]. Unlike the results
obtained from un-indented single-phase concentrated
alloys in previous studies [12], all survived interstitials
and vacancies distributed in the cascade collision zone
with no long-range separation along the depth in the
indented NiCoFeCrPd alloy. This could be due to the pos-
sible trapping of defect clusters by deformation-induced
structures .

Two grains are shown in Figure 1(d), with the grain
boundary marked by white arrows. Beneath the radia-
tion damage zone, a high density of dislocation structures
introduced by indentation is observed. Clearly, dislo-
cation slip occurred characteristically in several {111}
planes. The dislocation gliding is one of the key deforma-
tion mechanisms under nanoindentation compression at
room temperature. The observation on the dislocation

formation is in good agreement with previous studies on
fcc CSAs [5,6]. As shown in the orange rectangle with a
dashed line in Figure 1(d), a higher density of dislocations
was found near the grain boundary than in the interior of
the grains, indicating that the dislocations were piled-up
against the grain boundary wall. On the other hand, there
is one huge void attached on the grain boundary which is
much larger than the voids distributed in the interior of
the grains, as shown in the green rectangle with a solid
line in Figure 1(d). This may be due to the coalescence
of vacancies and voids along the boundaries by fast pipe
diffusion.

To further study the local deformation introduced by
indentation, TKD technique was performed on the FIB
foil sample. Figure 2 shows the panorama TKD maps of
the same TEM foil shown in Figure 1(d). Figure 2(a),
resulting from the combination of the image quality map
(IQ) and inverse pole figure map (IPF), indicates that
two grains are co-existing in the FIB sample. It is worth
noting that although the features cannot match perfectly
between on-zone STEM-BF image with IQ and IPF com-
bination map due to the large angle tilt in TKD, we
still can compare the microstructural features (e.g. grain
boundary and the center of indentation) in Figure 1(d)
and Figure 2. Figure 2(b) is a Kernel Average Misorienta-
tion (third order) map obtained by TKD that captures the
small misorientations due to the dislocations and grain
boundary. The map reveals various degrees of local strain
distribution in the sample. The black regions, close to
the middle-left, on the Kernel Average Misorientation
map correspond to unindexed or low-confidence index
data points. It is worth noting that the top layer col-
ored by red is a protective Pt layer deposited before FIB
milling. Beneath the Pt layer, especially in the region of
the radiation damage zone, the strain distribution is rel-
atively uniform as shown in Figure 2(b). Higher strain
was observed in both the central region of the indenta-
tion and also the region near the grain boundary. This
result partially supports the observation in the STEM-
BF images that these two deformed regions have a high
density of dislocation structures. The void and disloca-
tion structures in the center of indentation, marked by
a yellow rectangle of the dotted line in Figure 1(d), have
been systematically studied to compare with the features
in un-indented samples.

Figure 3(a,b) shows the cross-sectional STEM-BF
images of the un-indented and indented NiCoFeCrPd
samples after irradiation, respectively. The un-indented
FIB sample was prepared from a region at least 50 ~ 100
pm away from any indentation marks. The images were
all taken near the [110] zone axis. The notable layers with
adepth of ~ 1 um beneath the Pt layers in the two images
contain high-density dislocation loops introduced by ion
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Figure 2. TKD results of indented NiCoFeCrPd after 3 MeV NiZt irradiation to a fluence of 5 x 10'%/cm? at 853 K. (a) Combination image
of image quality map and inverse pole figure map; (b) Kernel average misorientation (third order) map.
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Figure 3. Cross-section STEM-BF images of (a) un-indented and (b) indented NiCoFeCrPd after irradiation to show the void and dis-
location distributions; (c) Enlarged image from the area marked with a white dashed rectangle in (b) to show the high-density
irradiation-induced dislocation loops and voids; (d) Void size distributions in un-indented and indented NiCoFeCrPd after irradiation.

irradiation. The enlarged image of dislocation loops is Note that a small density of dislocation lines, deeper
shown in Figure 3(c).

than the irradiated layer ( > 1.5 um) shown in Figure 3(a),
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Table 1. Statistics of microstructure features in ion-irradiated NiCoFeCrPd with or without pre-irradiation indentation.

Dislocation density Void density Average void Loop density Average loop
(10"/m2) (10%/m3) diameter (nm) Swelling (%) (1022/m3) diameter (nm)
Un-indented NiCoFeCrPd Very low 1.6 £0.12 67 +26 0.31£0.08 35+04 115412
Indented NiCoFeCrPd 0.59 + 0.06 49+0.25 62+ 15 0.724+0.1 6+0.6 10.1+£1

Figure 4. Dislocation loops in kinematic two-beam condition BF images of (a) un-indented and (b) indented NiCoFeCrPd after irradiation
to a dose of 38 + 5 dpa at 853 K. The two-beam condition g = [200] is marked by the white arrow.

reveals that pre-existing dislocations are very low in the
NiCoFeCrPd without irradiation or before indentation.
After indentation, the density of dislocations increases
significantly as shown in Figure 3(b). Ham’s method was
employed to quantitatively calculate the dislocation den-
sities [5]. The result shows that the dislocation density
in NiCoFeCrPd after indentation is about 0.59 % 0.06
x 10'/m?. This number is comparable to the previous
study on the tensile tested NiCoFeCrMn at a true strain of
8.3% [5]. Furthermore, the microstructures of slip bands
and dislocation pile-up are very similar in the indented
NiCoFeCrPd and tensile tested NiCoFeCrMn at a true
strain of 8.3% [5]. Therefore, although we don’t know the
accurate strain level in the indented NiCoFeCrPd, there
is a comparable benchmark indicating that the indenta-
tion only introduced a relatively low strain level into the
sample.

The void distributions are quite different in un-
indented and indented sample regions as shown in
Figure 3. For better accuracy, the statistics of voids were
deduced from more than 5 TEM images with the foil
thicknesses measured by Electron Energy Loss Spec-
troscopy (EELS). A comparison of void size distributions
of the un-indented and indented sample regions is shown
in Figure 3(d). The void distribution in the indented sam-
ple is shifted to slightly smaller sizes. The comparison of
voids density, average void diameter and overall swelling

is shown in Table 1. The results indicate that the average
size of voids in the un-indented region (67 £ 2.6 nm) is
slightly larger than in the indented region (62 £ 1.5 nm),
but the density of the voids in the un-indented region
(1.6 £ 0.12 x 102!/m?) is much smaller than in indented
region (4.9 £ 0.25 x 10?!/m?), leading to a higher over-
all swelling in the indented region (0.72 4 0.1%) com-
pared to that in the un-indented region (0.31 £ 0.08%).
The results indicate that, under the irradiation condition
in this work, a high-density of pre-existing dislocations
lead to accelerated swelling, rather than enhanced defect
annihilation.

Figure 4 shows the BF images of dislocations in un-
indented and indented NiCoFeCrPd after irradiation.
Two images in Figure 4 were taken under two-beam kine-
matical BF conditions using a diffraction vector g = 200.
The region of 600 £ 100 nm from the sample surface
(38 + 5 dpa) was chosen for the statistic of loop dis-
location. The average loop size and density of the two
samples are shown in Table 1. To be noted, the statistic
of loop dislocation was deduced from more than 5 TEM
images from each sample for accuracy. As shown in Table
1, indented NiCoFeCrPd has slightly smaller loops (10.1
=+ 1 nm) than un-indented NiCoFeCrPd (11.5.+1.2 nm),
while the loop density in indented NiCoFeCrPd (6 & 0.6
x 10%2/m?) is higher than in un-indented NiCoFeCPd
(3.5 4 0.4 x 10*2/m?). Although the loop nature is very



hard to identify due to the small size and extreme high
density, however, it is believed that the dislocation loops
are condensed by the interstitials based on the previous
studies in SP-CSAs [12,15].

4. Discussion

High-entropy alloys are generically believed to be more
radiation resistant due to a significantly enhanced recom-
bination rate due to the high chemical complexity and
lattice strain, and this has been demonstrated by several
previous studies on samples free of pre-existing defects
[12-15]. This study clearly indicated that when the dis-
location density is high enough, the sink-dominated
regime deprives interstitials for recombination can still
be achieved in the high-entropy alloy to result in sig-
nificant void nucleation and growth [21]. To achieve
sink-dominated regime, three irradiation conditions are
preferred, including sufficient dislocation density, high
irradiation temperature and smooth dose rate. Firstly, in
this study, the irradiation is temperature about 0.56T},
(melting temperature) of HEA-Pd, which is high enough
to incline the system to a sink-dominated regime. Sec-
ondly, compared to the un-indented alloy, the dislocation
density in the indented alloy (5.9 x 103 m™2) is sev-
eral orders of magnitude higher, which provides sufficient
density of sinks for interstitials. Thirdly, as long as the
other irradiation conditions are met, high dose rate alone
may not be able to prevent the material getting into or at
least closer to the sink-dominated regime. Similar results
have been reported by Leffers. In his study, the copper
was irradiated using a high-voltage electron microscope
with a high dose rate of 0.006-0.010 dpa/s. The void
density and total swelling value were significant initially
increased with the increased degree of cold work in pure
copper [22]. It is worth noting that, the dose rate of neu-
tron irradiations in advanced fission reactors and fusion
reactors is several orders of magnitude lower than that
for ion irradiation, which can further move the system
to the sink-dominated regime. Based on that, we expect
that in a real reactor system, the pre-existing dislocations
may have a much higher possibility to enhance swelling
during neutron irradiation in NiCoFeCrPd high-entropy
alloy.

A low density of vacancies can also be introduced into
the matrix by nanoindentation [23,24], however, their
effects on void swelling can be ignored because the ion
irradiation can introduce several orders of magnitude
higher density of vacancies into the matrix (3.6 x 10%°
vac/m?) according to the SRIM calculation. Also, most of
the indentation-induced vacancies may be annealed out
during the heating process in irradiation experiments.
It is generally considered that the pre-existing defects
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(e.g. dislocations, grain boundaries and precipitates) are
the preferential stable sinks for vacancies and interstitials
produced from cascade collisions, and dislocations are
biased sinks for interstitials. Garner and his co-workers
found that the cold working often accelerates the onset
of void swelling in both bcc and fec alloys [25-27], such
as molybdenum and nickel. Leffers and his co-workers
found a significant initial increase in void density and
overall swelling value with the increased degree of cold
work in pure copper [22]. At low cold work/strain levels,
the introduced dislocations provide more nucleation sites
for forming void embryos [22]. Void density and swelling
value would level off, and eventually start decreasing with
further cold work when vacancies can also reach the
sinks easily. This explanation can be used to explain why
the indented region of the sample in our study has a
higher density of voids than the region with few disloca-
tions. Furthermore, Garner and his co-workers claimed
that, compared to cold worked alloys, void swelling is
much more difficult to initiate in alloys with few dis-
locations, as the absence of network dislocations leads
to a relatively long duration of the transient regime of
void swelling before the onset of steady-state swelling.
[25-27]. It is worth noting that voids distributed much
deeper in the un-indented region of our sample than
in the indented region as shown in Figure 3(a,b). In
an un-indented sample, a certain number of vacancies
have escaped from the radiation damage production zone
to agglomerate into small voids in the deeper region.
However, in the indented region, all voids were dis-
tributed in the radiation damage production zone, indi-
cating that the pre-existing dislocations can efficiently
prevent vacancy clusters from migrating to a deeper
depth.

Comparing to other SP-CSAs alloys (NiFe, NiCoFe,
NiCoFeCr, NiCoFeCrMn) [28], NiCoFeCrPd has a very
small loop size and an extreme high loop density after
irradiation. In author’s previous study, four SP-CSAs
alloys (NiFe, NiCoFe, NiCoFeCr, NiCoFeCrMn) were
irradiated at 773 K to a same dose as in this study.
NiCoFeCrMn has the smallest loop size (24 nm) and
highest loop density (1 x 10%2/m?) among the four SP-
CSAs alloy after irradiation [28]. It is generally consid-
ered that the loop size will increase and density will
decrease with increasing irradiation temperature in fcc
alloys, due to the loop growth and coalescence. In this
study, NiCoFeCrPd was irradiated at a higher tempera-
ture (873 K). However, the loop size is still much smaller
(11.5.£1.2 nm) and the density is much higher (3.5 +
0.4 x 10%2/m?) in NiCoFeCrPd irradiated at 853 K than
in NiCoFeCrMn irradiated at 773 K. The result can be
explained by the effect of local lattice distortion. Accord-
ing to the X-ray studies, NiCoFeCrPd has a stronger
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local lattice distortion than NiCoFeCrMn, which effec-
tively pins the irradiation-induced defects [29]. There-
fore, NiCoFeCrPd can delay the loop evolution and
growth compared to other SP-CSAs alloys. The higher
local lattice distortion may come from the larger atomic
volume deviation in NiCoFeCrPd compared to NiCoFe-
CrMn. The atomic volume size factors of Pd and Mn
deviating from the atomic volume size of a nickel in
the solid solutions are shown below. Much larger vol-
ume deviations from Ni are found in Pd (4+41.33) than
in Mn (423.2%) [30]. Furthermore, nanoindentation
can further introduce lattice distortion in NiCoFeCrPd
and provide a high density of trap sites for the for-
mation of interstitial-type dislocation loops. Therefore,
indented NiCoFeCrPd has a smaller loop size and higher
loop density than un-indented NiCoFeCrPd as shown in
Table 1.

5. Conclusion

In summary, the irradiation response of a high-entropy
alloy, NiCoFeCrPd, has been studied with and with-
out high-density pre-existing dislocations. NiCoFeCrPd
shows smaller loop size and higher loop density than
NiCoFeCrMn and other SP-CSAs alloys because of the
higher local lattice distortion. It is surprisingly found
that, under certain irradiation conditions, void swelling
may be enhanced with increasing dislocation density.
Pre-existing dislocations can efficiently deprive inter-
stitials for recombination and prevent vacancies from
traveling a long distance, therefore making a significant
impact on the void formation and distribution even in
high-entropy alloys.
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